D2201'X NN
Fiberglass mesh 120gr\mr

1100 UON

Item of inspection Standard Result
Width (mm) 100013 1002
Denisty
Warp 10+0.5 10
Weft 10£0.5 10
Strength at the Point of
cracking
(N/6x20cm)
Wrap direction - 943
Weft direction - 1094
117.2gr\mr with core
Weight(g/m’) 115+2gr\mr net (+3%) (+3%)
Latex (%) 222 23.7
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